Metals and Alloys in the Unified Numbering System (UNS)

e AXXXXX
o CXXXXX
o DXXXXX
o EXXXXX
o FXXXXX
o GXXXXX
o HXXXXX
o IXXXXX

o KXXXXX
o LXXXXX

o MIXXXXX
o NIXXXXX
o PXXXXX
o RXXXXX
o SXXXXX

o TXXXXX
o \WWXXXX
o /XXXXX

Aluminum and Aluminum Alloys

Copper and Copper Alloys

Specified Mechanical Properties Steels
Rare Earth and Similar Metals and Alloys
Cast lIrons

AlISI and SAE Carbon and Alloy Steels
AlISI and SAE H-Steels

Cast Steels (Except Tool Steels)
Miscellaneous Steels and Ferrous Alloys
Low Melting Metals and Alloys
Miscellaneous Nonferrous Metals and Alloys
Nickel and Nickel Alloys

Precious Metals and Alloys

Reactive and Refractory Metals and Alloys
Heat and Corrosion Resistant Steels

updated
updated
not updated
not updated
not updated
updated
updated
not updated
not updated
not updated
updated
updated
not updated
not updated
updated

(Including Stainless), Valve Steels and Iron-Base ,Superalloys*

Tool Steels, Wrought and Cast
Welding Filler Metals
Zinc and Zinc Alloys

UNS Norm materials

not updated
not updated
not updated
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Information about Aluminum and Aluminum Alloys

UNS AXXXXX

UNS Norm materials Page 2



) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Aluminum and Aluminum Cast Alloys with
voe the Standard Material Number ,UNS AXXXXXX"

Tl Zearch

B Component

SEMICOMQoN. ..

Mame:
Internal Mat.-No
D-Mo;

A Basic substa.

"o Material

All MOSModules

Language: @ English O German

Development Sample Report:

| Current versions |

Date:

[only far MDE=)

Ll published / accepted / internally rel . OF

from: |

to: |

Clecreated (own WD
(MM/DDAY YY)

Supplier MDSs:

’Lng off

[accepted MDSs
Supplier:

IMDS-Caom

[ published MDS@
i s

IMDS-Committee § LI Metals [15936])

[last edited by me

L]all Stahl und Eisen Liste [313] save list
Crwn MDSsModules: [ gwn MDSs [Jown Modules

Assigned Org.-Unit; (orly for MDSE)

Assigned Contact; (orly for MDSs)

Trade name:
Std. Mat.-Mo.

Syrmbol

uns a*

KormsStandard: ﬂ
Classification: 2.1.1 [+ | - |
jSearch F - Cancel |

Fertig

vy, mdsystem, com

]

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

= Aluminum Foundry Alloy Castings

wps ana e With the Material Number xxx.x
-.r'-"'en'-' 1 Search
Search Criteria; published MDSs=Yes, SuppliersIMDS-Committee [423], IMDS-Committee £ IL... [more.. ]
@search 146 items found. Ordered ascending by "Name, =Symbal<" @ 111 (21 (3] (4] (51 (6] [7] >
Mo. Name, >Symbol< Trade name Mat.-No. ID / Version Supplier
1 [Aluminium Foundry Alloy. Ca..p  F |56526168/4  |MDS-Commit...
2 Aluminium Foundry Alloy, Ca... - = 79318134 /1 IMDS-Commit...
3 Aluminium Foundry Alloy, Ca... - - 79318406 /1 IMDS-Commit...
4 Aluminium Foundry Alloy, Ca... - - 86526526 /4 IMDS-Commit...
8  Aluminium Foundry Alloy, Ca... - - 8652656575  IMDS-Commit...
6 Aluminium Foundry Alloy, Ca... - - 74509938 £ 1 IMOS-Commit. ..
7 Aldminium Foundry Alloy, Ca... - - SRS26617 /4 IMDS-Commit...
8  Aluminium Foundry Alloy, Ca... - - a6884645 /4 IMDS-Commit...
9  Aluminium Foundry Alloy, Ca... - - a6884725 /4 IMDS-Commit...
10 Aluminium Foundry Alloy, Ca... - = 26584739 /4 IMDS-Commit...
’Lng off 11 Aluminium Foundry Alloy, Ca... - - TO9451234 /1 IMDS-CDmmit...
12 Aluminium Foundry Alloy, Ca... - - 865845904 /4 IMDS-Commit...
13 Aluminium Foundry Alloy, Ca... - - 86585029 /4  IMDS-Commit...
14 Aluminium Foundry Alloy, Ca... - - opo8sies 4 IMDS-Commit...
15 Aluminium Foundry Alloy, Ca... - - ap585094 f4  IMDS-Commit...
16 Aluminium Foundry Alloy, Ca... - - 26585171 /4 IMDS-Commit...
17 Aluminium Foundry Alloy, Ca... - - 86585333 /4 IMDS-Commit...
18 Aluminium Foundry Alloy, Ca... - = a6585551 /4 IMDS-Commit...
19 Aluminium Foundry Alloy, Ca... - - 8658557374 IMDS-Commit...
20 Aluminium Foundry Alloy, Ca... - - 86585653 /4 IMDS-Commit...
21 Aluminium Foundry Alloy, Ca... - - 8658574875 IMDS-Commit...
22 Aldminium Foundry Alloy, Ca... - - opS8s852 /4 IMDS-Commit...
23 Aldminium Foundry Alloy, Ca.. 22136854 /2 IMDS-Commit...
[ View F Wodiy | m-ﬁw ww f New Search
Fertig vy, mdsystem, com ﬁ

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

..Menu

Search
mMOS
Ingredients

Fecyelate
infarrmatian

Supplier data
Recipient data

’Lng off

7 Aluminum Foundry Alloy Castings

Ingredients
Aluminium Foundry ... 79315408 £ 1 (Mode ID 7331 5408)

.-.El:lml GADSL

]

----- ‘. Silicon

----- ‘_ Mizc., not to declare
----- ‘_ Alurminium (metal)
----- 1 Zinc (metal)

with the Material Number xxx.x

Tl Zearch T MVieww T L MDE T Ingredients

Details

[

T"_-,-"[CIE
ID / Version
MDS Supplier

Marne
Trade narme

Material (MDS)
79315406 / 1
IMDS-Cormmittee

Alurniniurn Foundry £

Internal hat.-MNo.

atd. Mat.-Mo.

Inhouse
MOrms

Supplier

All Aluminum Foundry Alloy Castings
have the Standard Material Number
UNS Alxxxx — UNS ABXXXX

it
ort

The Ingot Alloys are not documented in IMDS!

LINS A02040

Ay
ASTM B26

iDGst aluminium alloys

£ 12

Chermical

in sand and

cornposition limits for
alloys normally used —

il EN) v

[

i [u]

[SearchResult -EW_

Fertig

v mdsystem, com [y

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

’Lng off

Aluminum and Aluminum Wrought Alloys with

wp: the Standard Material Number ,UNS AXxXxxxx"“

Tl Zearch

B Component

SEMICOMQoN. ..

Mame:
Internal Mat.-No
D-Mo;

A Basic substa.

"o Material

All MOSModules

Language: @ English O German

Development Sample Report:

| Current versions |

Date:

[only far MDE=)

Ll published / accepted / internally rel . OF

from: |

Clecreated (own WD

to: | (MDD YY)

Supplier MDSs:

[accepted MDSs
Supplier:

IMDS-Caom

[ published MDS@
i s

IMDS-Committee § LI Metals [15936])

L]all Stahl und Eisen Liste [313] save list
Crwn MDSsModules: [ gwn MDSs [Jown Modules

Assigned Org.-Unit; (orly for MDSE)

Assigned Contact; (orly for MDSs)

[last edited by me

Trade name:
Std. Mat.-Mo.

Syrmbol

uns a*

KormsStandard: ﬂ
Classification: 2.1.2 [+ | - |
jSearch F - Cancel |

Fertig

vy, mdsystem, com

]

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Aluminum and Aluminum Wrought Alloys with

wpe the Standard Material Number ,UNS AXXXXXX"
-.r'-"'en'-' 1 Search
Search Criteria; published MDSs=Yes, Classification=2.1.2, Supplier=IMOS-Comrmittee [423],... [more.. ]
@search 85 items found. Ordered ascending by "Mame, =Symbol<" QniEEp
Mo. Name, >Symbol< Trade name Mat.-No. ID / Version Supplier
1 Myrought Aluminium Alloy, He b b [79468908/1  [MDS-Commit...
2 Wrought Aluminium Alloy, He... - = To9468925 71 IMDS-Commit...
3 WWrought Aluminium Alloy, He... - - F22041583 74 IMDS-Commit...
4 wWrought Aluminium Alloy, He... - - 79458594071 IMDS-Commit...
8  Wrought Aluminium Alloy, He... - - 794685946 /1 IMDS-Commit...
6 Wrought Aluminium Alloy, He... - - 79458949 /1 IMOS-Commit. ..
T Wrought Aluminium Alloy, He... - - 79458958 £ 1 IMOS-Commit. ..
8  WWrought Aluminium Alloy, He... - - TO9468963 51 IMDS-Commit...
9  Wrought Aluminium Alloy, He... - - TO468967 S 1 IMDS-Commit...
10 Wrought Aluminium Alloy, He... - = TO9468972 /751 IMDS-Commit...
’Lng off 11 Wrought Aluminium Alloy He... - - T9458982 /1 IMDS-CDmmit...
12 Wrought Aluminium Alloy, He... - - 79459307 F 1 IMDS-Commit...
13 Wrought Aluminium Alloy, He... - - FO989Y625 /1 IMDS-Commit...
14 Wirought Aluminium Alloy, He... - - 7597553 /1 IMOS-Commit. ..
18 Wrought Aluminium Alloy, He... - - 59717 A IMOS-Commit. ..
16 Wrought Aluminium Alloy, He... - - Fo989Y749 /1 IMDS-Commit...
17 Wrought Aluminium Alloy, He... - - Fo9897Y5819 /1 IMDS-Commit...
18 Wrought Aluminium Alloy, He... - = Fo9897904 /1 IMDS-Commit...
19 Wrought Aluminium Alloy, He. .. - - FO989Y953 /1 IMDS-Commit...
20 Wrought Aluminium Alloy, He... - - 798980861 IMDS-Commit...
21 Wrought Aluminium Alloy, He... - - 7989831271 IMDS-Commit...
22 Wrought Aluminium Alloy, He... - - 7598561 /1 IMOS-Commit. ..
23 Wrought Aluminium Alloy, He.. 79684781 £ 1 IMOS-Commit. ..
[ View F Wodiy | m-ﬁw ww f New Search
Fertig vy, mdsystem, com ﬁ

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

..Menu

Search
mMOS
Ingredients

Fecyelate
infarrmatian

Supplier data
Recipient data

’Lng off

Aluminum Wrought Alloys

Ingredients
Wkoght Aluminium ... 79597653 /1 (Mode 1D 79597653)

with the Material Number xxxx

fais Ptim 2 [T

]

----- 1 Magnesium (metal)
..... ‘. Manganese

..... ‘_ Silicon

..... ‘_ Tinc (metal)

----- A Misc., not to declare
..... ‘. Titanium

All Aluminum Wrought Alloys
have the Standard Material Number AlLrminium-Alloy
UNS A8xxxx — UNS A9xxxx

Tl Zearch T MVieww T L MDE T Ingredients

Details

123

Type Material (MDS)
ID /Version 79597653 / 1
MDS Supplier  IMDS-Committee

Name WWrought Aluminium « | (EN) »

Trade narme

Internal hat.-MNo.
atd. Mat-Mo. , UNS ASE005

tandards ASTH B985

5 @Dughtaluminium alluﬁa D
4

Inhouse
MOrms

Supplier

nark Standard specification

for Wrought

(EM)

elopment
Sample Report Mo

gl inEa

W

Fertig

vy mdsysterm, comm

UNS Norm materials
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Information about Copper and Copper Alloys

UNS Cxxxxx
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

’Lng off

Copper and Copper Alloys with

wp: the Standard Material Number ,UNS Cxxxxxx"

Tl Zearch

B Component

SEMICOMQoN. ..

Mame:
Internal Mat.-No
D-Mo;

A Basic substa.

"o Material

All MOSModules

Language: @ English O German

Development Sample Report:

| Current versions |

Date:

[only far MDE=)

Ll published / accepted / internally rel . OF

from: |

Clecreated (own WD

to: | (MDD YY)

Supplier MDSs:

[accepted MDSs
Supplier:

IMDS-Caom
IMDS-Comrmittes §ILI Metals [18986)

[ published MDS@

L]all Stahl und Eisen Liste [313] save list
Crwn MDSsModules: [ gwn MDSs [Jown Modules

Assigned Org.-Unit; (orly for MDSE)

Assigned Contact; (orly for MDSs)

[last edited by me

Trade name:
Std. Mat.-No
Syrmbol

uns c*

Mormdstandard:
Classification:

Fertig

v mdsystem, com [y

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Copper and Copper Alloys with

wpe the Standard Material Number ,UNS Cxxxxxx"
-.r'-"'en'-' 1 Search
Search Criteria; published MDSs=Yes, SuppliersIMDS-Committee [423], IMDS-Committee £ IL... [more.. ]
@search 222 items found. Ordered ascending by "Name, »Symbaol<" @ 111 (21 (3] (4] (51 (6] [7] >
Mo. Name, :-SEman{ Trade name ID / Version Supplier
1 [70 _— 1833274/ 3  |MDS-Commit...
2 BDHD CD[IIDEI’—NIEKEI fWeIdm... = 1183327273 IMDS-Commit...
3 Admirality, Antomonial (CZ-£n...- 1183292873 IMDS-Commit...
4 Admirality, Arsenical (Cu-Zn-... - 11832926 /3  IMDS-Commit...
8  Admirality, Phosphorized {(Cu... - 11832931 /3  IMDS-Commit...
6 Aluminium Brass, Arsenical - 1183294373 IMDS-Commit...
7 Aluminium Bronze - 11832401 /3 IMDS-Commit...
8  Aluminum Bronze - 11833188/ 2  IMDS-Commit...
8  Aluminum Bronze - 11832934 /2 IMDS-Commit...
10 Aluminum Bronze = 11832937 /3 IMDS-Commit...
’Lng off 11 Aluminum Bronze - 11858110/ 3 IMDS-CDmmit...
12 Aluminum Bronze D - 11832849 /3  IMDS-Commit...
13 Aluminum Silicon Bronze - 11833027 /3 IMDS-Commit...
14 Architectural Bronze - 11833682/3 IMDS-Commit...
15  Arsenic Inhibited Cartridoe Br.. .- 1183387353 IMDS-Commit...
16 B151 (Synonym: UNS C74500) - 118332113 IMDS-Commit...
17  Beryllium Copper - 7388529371 IMDS-Commit...
18  Beryllium Copper = 215843689/ 2  IMDS-Commit...
19  Beryllium Copper - 11833650/ 2  IMDS-Commit...
20 Beryllium Copper with Lead - 21844370/ 2 IMDS-Commit...
21 Brass - 11833104 /3 IMDS-Caomrmit...
22 Brass - 11833049/3  IMDS-Commit...
23 EBrass Alloy 11833319/3  IMDS-Commit...
| View m ww f New Search
Fertig vy, mdsystem, com ﬁ

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Copper and Copper Alloys with
ngr the Standard Material Number ,UNS Cxxxxxx"
..MEFILI AJUMinuUm oronze 1T1ao 10 0.5 MO0E L Fed] 8P ) s mearcn s view  — MDS T Ingredientz
faearch m “| GADSL v |
MDS E*-_ Details “
Ingredients i ‘ Alurminium (metal) Type Material (MD3)
E?E‘J‘E'att.e """ /O B ID/version 1185811073
g‘ ””’:‘_a ";”t ----- A ron MDS Supplier  IMDS-Committee / 1LI Metals
i e Name Aluminurm Bronze (EM)
Recipientdata i 1 Silicon Trade name (EN) v
""" A ;I_nc (mzttatn e Internal 0.
""" A, Mise, notte declare Stol UNS C&1800
’Lng off
SAE J461
standards Sal 453
Inhouse
Morms
Supplier
Remark |A|uminium Bronze
The Cast Copper Alloys have the Standard Material Number
UNS COxxxx —1Eh &
All other Copper Alloys have the Standard Material Number 3
UNS C1xxxx — UNS C8xxxx o New |
Fertig vy, mdsystem, com [ﬁ

UNS Norm materials Page 12



Information about AISI and SAE Carbon and Alloy Steels

UNS GXXxXxX
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

AISI and SAE Carbon Alloy Steels with

uo: the Standard Material Number ,UNS Gxxxxxx"
-.r'-"'en'-' 1 Search
@search B component SEmicampon. .. "o Material A Basic Substa.| | All MDS/Modules
Name: Language: @ English O German
Internal Mat.-ho. Development Sample Report;
ID-Ma: | Current versions V|
Date: Ll published / accepted / internally rel...  or Clecreated (own WD
(arlly for MDSs) frarm: | to: | (MDD YY)
Supplier MDSs: [ accepted MDSs published MDS@
Supplier [ \mps-com i+ - |
@ Log o IMDS-Committee § ILI Metals [13986]
: L]all Stahl und Eisen Liste [313] save list
Cwn MDSs/Modules: [ gwn MDSs Clown Modules
Azsigned Org.-Unit: tonly for MDSs)
Assigned Contact: conly for MDSs)
[last edited by me
Trade name: KormsStandard: ﬂ
Std. Mat -Mo uns g~ Classification: ﬂ
Syrmbol N /
Fertig vy, mdsystem, com ﬁ

UNS Norm materials
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

List of AISI and SAE Carbon Alloy Steels with
wp the Standard Material Number ,UNS Gxxxxxx*
-.r'-"'en'-' 1 Search
Search Criteria; published MDSs=Yes, Supplier=IMDS-Committee [423], IMDS-Committee / IL... [more...]
@search A%2 items found. Ordered ascending by "Mame, >Symbol<" Q121 B 4181 B8] 7]
No. Name, }Eymhokz Trade name Mat.-Noe. 1D/ Version Supplier
ﬂ 6035467 /2  [MDS-Commit...
Cartm:ln StEEI (1 El?él] 40354697 2 IMDS-Commit. ..
49 Carbhon Steel (1075 - - 40354707 2 IMDS-Commit. ..
a0  Carbon Steel (1078) - - 4603547172 IMDS-Commit. ..
21  Carbon Steel (10807 - - 4603547272 IMDS-Commit. ..
22  Carbon Steel (1084 - - 460358473 /2 IMDS-Commit...
83  Carbon Steel (1085) - - 460358475/ 2 IMDS-Commit...
24 Carbon Steel (1086) - - 40354767 2 IMDS-Commit. ..
25 Carbon Steel (1030) - - 46035477/ 2 IMDS-Commit. ..
26 Carbon Steel (1095) - - 403547372 IMDS-Commit. ..
..Lng ot 87 Carbon Steel (10B21) - - 78023511 /1 IMDS-Cormimit. ..
28  Carbon Steel (10B22) - - 78023562 71 IMDS-Comimit. ..
29 Carbon Steel (10B25) - - 11830125 /4  IMDS-Carmmit...
60  Carbon Steel (10B26) - - 118301587 74 IMDS-Commit...
61 Carbon Steel (10B29) - - 118301594 IMDS-Commit...
62 Carbon Steel (10B30) - - 11830160 /4  IMDS-Cormmit...
63 Carbon Steel (10B33) - - 4404449 72 IMDS-Commit. ..
Bd  Carbon Steel (10B34) - - 11830161 /3  IMDS-Cormmit...
65 Carbon Steel (10B35) - - 11830162 /4  IMDS-Cormmit...
R Carbon Steel (10B37) - - 1183016343  IMDS-Cormmit...
67 Carbon Steel (10B38) - - 11830164 /4 IMDS-Carmmit...
68 Carbon Steel (10B39) - - 118301654 IMDS-Commit...
69 Carbon Steel (10B40) 11830166 /4 IMDS-Commit...
| View m ww f New Search
Fertig vy, mdsystem, com ﬁ

UNS Norm materials
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Example: AISI and SAE Carbon Alloy Steel with
n the Standard Material Number UNS G10840
..MEFILI Caroon STeel |71USD ] 40050875 ) 2 N0 (L ¢ 7 Flngnu) s mearcn s view  — DS T Ingredientz
feamh ey el izl | capsL g
MDS =+, Carbon Steel (1084) Details ~
Ingredients ----- ‘_ Carbon Type Material (MDS)
e ik tron D /Yersion 46035473 /2
. - fh Manganese MDS Supplier  IMDS-Committes
Supplier data . A Fhosphorus Narme .
Recipient data i A Suphur Trade name
[ Lk =
Std. Mat -
Lo off Symbaol
Mlassifiration el
AlSI or SAE number of the material ALl —
ASTh AS10 b
Inholse
Marms
Supplier
Femark Carbon Steel
(EM) ™
Development B
Sample Report Mo 3
Fertig vy, mdsystem, com

UNS Norm materials
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

=] v q, &3 LY Eg [ )
Ingredien
Sieny camon steel¢ BOron Alloyed Steels
feamh ey el izl | capsL g
MO -, -
Detail
Ingredients i ‘_ Boron T T;" °
Recyclate b A Carbon IDFEVEI’SiDH
infnrmatinn ..... ‘ Iron WOS Supplier
Supplier data ~ § A Merganese Name
Recipientdata i 1 Fhosphorus Trade narme
..... Zulkh
A Suiphur Internal Mat -Na.
Std. Mat-Mo.
Lo off Symbaol
Classification
AlSI or SAE number of the S
Material has the form xxBxx Inhouse
Marms
Suppl

Tl Zearch T MVieww T L MDE T Ingredients

123

The UNS number has a , 1" as last digit

Development

Sample Report Mo

Material (MDS)
76023511 / 1
IMDS-Cormmittee / LI Metals

Carbon Steel (10627 | (EN) |~
(EN) v

LIMS 5102

unalioyéd, low alloyed

T=
m
[
oa
o
-1

£

Boron Steel, Carbon
Steel

(EM)

Searchrosul e

Fertig

vy mdsysterm, comm

UNS Norm materials
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

(LT v a, £ F15 Ex [}

Leaded Steels

"I 4 (Mode D 7TE02918)

fais Ptim 2 [T

..Menu

0

Search b |

Tl Zearch T MVieww T L MDE T Ingredients

123

MDS =+, Carbon Steel, Leaded (10L10) i
Ingredients . A carbon TE‘,[;?EIIS
Recyclate b A Iron ID / wersion
information i ‘_ Manganese MOS Supplie
Supplier data ‘_ Fhosphorus Marne
Fecipientdata i A Lead Trade name

""" /O SR Internal tat .-
otd. Mat -Mo.
Lo off Symbaol

Taseification

AlISI| or SAE number of the material ¥

lards

Inhouse
MOrms

Supplie

The UNS number has a ,4" as last digit

Development
Sample Report Mo

Material (MDS)
11630197 / 4
IMDS-Committee / LI Metals

Carhon Steel, Leade | (EN) +
(EN) v

r

Mo,

LINS G101
unalloydd, low alloyed

AZ9
T AS10

5|

Carbon Manganese
oteel, Carbon Steel,
Free Cutting Steel,
Free Machining Stegl

(EM)

Searchrosul e

Fertig

vy mdsysterm, comm

UNS Norm materials
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Information about AISI and SAE H-Steels

UNS HxXxxXx
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

AISI| and SAE H-Steels with

wos the Standard Material Number ,UNS Hxxxxx"
-.r'-"'en'-' 1 Search
@search B component SEmicampon. .. "o Material A Basic Substa.| | All MDS/Modules
Name: Language: @ English O German
Internal Mat.-No - Development Sample Report:
ID-Ma: | Current versions V|
Date: Ll published / accepted / internally rel...  or Clecreated (own WD
(arlly for MDSs) frarm: | to: | (MDD YY)
Supplier MDSs: [ accepted MDSs published MDS@
Supplier [ \mps-com i+ - |
@ Log o IMDS-Committee § ILI Metals [13986]
: L]all Stahl und Eisen Liste [313] save list
Cwn MDSs/Modules: [ gwn MDSs Clown Modules
Azsigned Org.-Unit: tonly for MDSs)
Assigned Contact: conly for MDSs)
[last edited by me
Trade name: KormsStandard: ﬂ
Std. Mat.-Mo *uns h* Classification: ﬂ
Syrmbol N /
Fertig vy, mdsystem, com ﬁ

UNS Norm materials
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Example: AISI and SAE Carbon Alloy Steel with
n the Standard Material Number UNS H50460
..MEFILI Cr R-200y S1ee 100, 17159 247 ) 2 |NORE 1L s ) s mearcn s view  — DS T Ingredientz
ﬁaearch - m GADSL V|
[ . S Details -
Ingredients i ‘_ Cark:u:ul.ﬁ ? Type Material (MDS)
ﬁ?ﬂf‘;‘:ﬁ;n """ /BT ID/version 1189724172
it e R A tren MOS Supplier  IMDS-Caommittee £ 1L Metals
PIISTEELE A Manganese Narme Cr H-Alloy Steel (50 | (Eny
Recipientdata i A Phosphorus T EN) v
..... Sulbh
_____ i Interrial Mat -yl
A Std. Mat-mMo @  UNS HE0460
Lo off Symbaol
ClAassification U - alloyed
AISI| or SAE number of the material oI A3
Inhouse
Marms
supplier
Remark Alloy Steel, Cr Alloy
Steel, Low Alloy Steel
(EM) ™
Development B
Sample Report Mo =
Fertig vy, mdsystem, com

UNS Norm materials

Page 21



Information about Miscellaneous Nonferrous

Metals and Alloys UNS Mxxxxx
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Miscellaneous Nonferrous Metals and Alloys with

v the Standard Material Number ,UNS Mxxxxx"*
-.r'-"'en'-' 1 Search
@search B component SEmicampon. .. "o Material A Basic Substa.| | All MDS/Modules
Name: Language: @ English O German
Internal Mat.-ho. Development Sample Report;
ID-Ma: | Current versions V|
Date: Ll published / accepted / internally rel...  or Clecreated (own WD
(arlly for MDSs) frarm: | to: | (MDD YY)
Supplier MDSs: [ accepted MDSs published MDS@
Supplier [ \mps-com i+ - |
@ Log o IMDS-Committee § ILI Metals [13986]
: L]all Stahl und Eisen Liste [313] save list
Cwn MDSs/Modules: [ gwn MDSs Clown Modules
Azsigned Org.-Unit: tonly for MDSs)
Assigned Contact: conly for MDSs)
[last edited by me
Trade name: KormsStandard: ﬂ
Std. Mat.-Mo *Uns M* Classification: ﬂ
Syrmbol N /
Fertig vy, mdsystem, com ﬁ
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

List of Miscellaneous Nonferrous Metals and Alloys with 24
the Standard Material Number ,UNS Mxxxxx"
-.r'-"'en'-' L Bearch
Search Criteria; published MDSs=Yes, SuppliersIMDS-Committee [423], IMDS-Committee £ IL... [more.. ]
@search 42 items found. Ordered ascending by "Name, =Symbol<" daniezp
Mo. Name, :-SImboI{ Trade name ID / Version Supplier
1 |Electrofytic _— 1860392/ 3  |MDS-Commit...
2 Electrohtic Manqanese fEi] 1186043273 IMDS-Commit...
3  Electroltic Manganese (D) 11860484 /2 IMDS-Commit...
4 Electroltic Manganese (E) 11860493 /2  IMDS-Commit...
8  Electroltic Manganese (F) 11860549 /2  IMDS-Commit...
] Grade C (Synomym: UNS M2 11860474 72 IMDS-Commit...
7 Magnesium Alloy (AME0AY 28957950/ 2 IMDS-Commit...
8  Magnesium Alloy (EZ33A) 25954507 /2 IMDS-Commit...
9  Magnesium Alloy Casting (A3, 78440454 f 1 IMDS-Commit...
10 Magnesium Alloy Casting (4. 25963284 /353 IMDS-Commit...
’Lng off 11 Maqnesium Alluv-t:astinq fA . T8440457 £ 1 IMDS-CDmmit...
12 Magnesium Alloy-Casting (A 78440467 f 1 IMDS-Commit...
13 Magnesium Alloy-Casting (A, 28957818/ 3  IMDS-Commit...
14 Magnesium Alloy-Casting (A 78440502 £ 1 IMOS-Commit. ..
15  Magnesium Aloy-Casting (AZ. 28963560 /3  IMDS-Commit...
16  Magnesium Alloy-Casting (AL, 28963737 /3 IMDS-Commit...
17 Magnesium Alloy-Casting (AL, 25957343 /4 IMDS-Commit...
18 Magnesium Alloy-Casting (AL, 25967483 /35 IMDS-Commit...
19  Magnesium Aloy-Casting (AL, 25953921/ 2  IMDS-Commit...
20 Magnesium Alloy-Casting (AL, 28957638 /2 IMDS-Commit...
21 Magnesium Alloy-Casting (AL, 28964104 /2 IMDS-Commit...
22 Magnesium Alloy-Casting (AL 260954233 /2 IMDS-Commit...
23 Magnesium Alloy-Casting (E... 28954333 /2 IMDS-Commit...
sl j Copy | WW | New Search |
Fertig vy, mdsystem, com ﬁ
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Example: Miscellaneous Nonferrous Metals and Alloys with 34
the Standard Material Number UNS M10500
'.Menu MIAGQNEIIAM AN0Y LA S2dD0doU0 ) 2| INooe L Fodad00 | — ZEQrcn — Viewy — ML= — |ngrEdiE|'|tS
faearch m GADSL v |
[ . S Details -
Ingredients i ‘_ Magnesium Type Material (MDS)
e R A Aluminium (rgtal) D /ersion 25967950/ 2
g:””:‘iztr“;r;ta ----- A Menganese MDS Supplier  IMDS-Committee
S /3 HTB G Name hMagnesium Alloy (Ab | (EN) v
Recipientdata i A Silicon T EN) v
..... C
_____ A Soeeer Interrial Mat -yl
A } Std. Mat-mo. LINS M10200
..Ltlg of 0 b= ‘_ Mizc., not to dclare Symbol
""" A Iron mlassifiration m alloys
AlSI or SAE number of the material e
Inhouse
Morms
Supplier
Remark Magnesium Cast Alloy
(EM) v
Development B
Sample Report Mo -
Fertig vy, mdsystem, com
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Information about Nickel and Nickel Alloys
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

’Lng off

Nickel and Nickel Alloys with

wps the Standard Material Number ,UNS Nxxxxx*

—,

Search

B Component

SEMICOMQoN. ..

"o Material

Mame:
Internal Mat.-No
D-Mo;

A Basic substa.

All MOSModules

Language: @ English O German

Development Sample Report:

| Current versions |

Date:

[only far MDE=)

[l published / accepted / internally rel..

or L created (own WD

from: |

to: |

(MM/DDAYYY)

Supplier MDSs:

[accepted MDSs

Supplier:

L1all

IMDS-Com

[ published MDSD
] R

IMDS-Committee 7 LI Metals [18986)

Stahl und Eisen Liste [313]

[“] save list

O MDSs/Modules: [ own MOSs
Assigned COrg.-LUnit;

Assigned Contact

[ own Modules

[1last edited by me

[only for MDE=s)
[only for MDEs)

Trade name:
Std. Mat.-No
Syrmbol

LIMS N*

Mormdstandard:
Classification:

) newmessage

Fertig

v mdsystem, com [y
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

..Ll:ug off

) newmessage

List of Nickel and Nickel Alloys with

wps the Standard Material Number ,UNS Nxxxxx*

Search Criteria; published MD5s=Yes, supplier=IMDs-Committee [423], IMDS-Committee /1L ..

184 items found. Ordered ascending by "Mame, =Symbol<"

Mo. Name, >Symbol< Trade name ID / Version Supplier

1 Alloy Casting (HL) - - 11860709 /2  IMDS-Commit...
2 Alloy Casting (HL-30) = = 11860707 /2 IMDS-Commit...
3 Alloy Casting (HL-40) - - 11860708 /2  IMDS-Commit...
4 Alloy Casting (HP) - - 11860713 /2 IMDS-Commit...
8  Alloy Casting (HT) - - 11860765 /2  IMDS-Commit...
6  Alloy Casting (HT-30% - - 11862448 /72 IMDS-Commit...
7 Austenitic Mi-Cr-Mo Stainless... - - 11834044 /2 IMDS-Commit...
8  Austenitic Ni-Cr-to-N Stainle... - - 11833685 /72  IMDS-Commit...
8  Cast Fe-Ni-Cr-Ch Austenitic... - - 11858952 /2  IMDS-Commit...
10 Co-Cr-ho-Mi Alloy = = 86348573 /1 IMDS-Commit...
11 Co-Cr-ho-Ni Alloy (Astroloy b - - 86345205/ 1 IMDS-Commit...
12 Commercially Pre Mi Alloy - - 11860235 /3 IMDS-Commit...
13 Commercially Pure MNi Alloy (... - - 11833229 /2  IMDS-Commit...
14 Commercially Pure MNi Alloy (... - - 118325858852 IMDS-Commit...
15  Commercially Pure MNi Alloy (... - - 1186021054 IMDS-Commit...
16  Commercially Pure Mi Alloy (... - - 84696169 /1 IMDS-Commit...
17 Commercially Pure Mi Alloy (... - - 84696740 /1 IMDS-Commit...
18 Commercially Pure Mi Alloy (... - = 846965836 /1 IMDS-Commit...
19  Commercially Pure Mi alloy (M...- - 11860158 /3  IMDS-Commit...
20 Commercially Pure Mi Alloy (... - - 1186027073  IMDS-Commit...
21 Commercially Pure Mickel - - 84697739 /1 IMDS-Commit...
22 Cr-Co-Mo-W Mickel Alloy (AF... - - 11832699 /2  IMDS-Commit...
23 Cr-Ni-Fe-Mo-Cu Alloy Colum... - 85789740 /1 IMOS-Commit. ..
sl m WW | New Search |

Tl Zearch

[more..

]

@ 11121 (31 (41 (51 (81 [7]

Fertig

v mdsystem, com [y
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©) https:/fiwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Example: Nickel or Nickel Alloy with
ingre. the Standard Material Number UNS NO7718
-.MEFILI Mi-CrF Alloy precipra... 1155200 2 ) 2 |NORE 1L Sorool gl ) s mearcn s view T MDS T Ingredientz
faearch m “| GADSL v
nbs E""i Details 25
Ingredients i ‘ Alurminium (metal) Tyne Materal (MD3) .
ﬁ?ﬂ'ﬁ':ﬁ;n """ A Boron D /%ersian 11832572/ 2
ER A Cerbon MDS Supplier  IMDS-Committee / ILI Metals
R /M Bl Name enable (Incanel 718) | (EN)
Recipientdata i A Cobatt SO — EN) ™
R e itermal Mat -yl
A Coer St Mat-No ( UNS NDT7718
Slogof A Iron Syrmbol
----- & Manganese T lascificatinn rli
ASTM/AISI or SAE number of the material ;}ggg]ﬁ :
----- A Prosphorus INhousE -
""" A sulphur Marms
----- ‘. Silicon Supplier
Remark: In many cases the ASTM/AISI
or SAE material number is part of the HAYNES 718, Inconel
) 718, Ni-Cr Alloy, Mickel
Standard Material Number. Alloy, Nickel Chromium
Here you find the material number ,718“ in the A% UAmet s (EN)
Standard Material Number UNS NO7718. t No 2
' Sometimes ist easier to search for [SearchResull [oNe |
_| *UNS N*718* In the fleld Std. Mat.'NO- vy, mdsystem, com ﬁ
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Information about Heat and
Corrosion Resistant Steels (Including Stainless),
Valve Steels and Iron Base ,Super Alloys” UNS Sxxxxx
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) https:/fwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

Heat and Corrosion Resistant Steels (Including Stainless),

v Valve Steels and Iron Base ,Super Alloys” UNS Sxxxxx
'.Menu — ZEErcn
@search B component SErmicormpon. .. "o Material A Basic Substa.| | All MDS/Modules
Mame: Language: @ English O German
Internal Mat.-ho. Development Sample Report;
ID-Ma: | Current versions V|
Date: Ll published / accepted / internally rel...  or Clecreated (own WD
(arlly for MDSs) frarm: | to: | (MDD YY)
Supplier MDSs: [ accepted MDSs published MDS@
Supplier [ \mps-com i+ - |
O Lo of IMDS-Cormittes § ILI Metals [18986]
: L]all Stahl und Eisen Liste [313] save list
Cwn MDSs/Modules: [ gwn MDSs Clown Modules
Assigned Org.-Unit; (only for MDSs)
Assigned Contact: (only for MDSs)
[last edited by me
Trade narme: Morm/Standard: ﬂ
Std. Mat -Mo *Uns 5% Classification: ﬂ
Symbol N /
Fertig vy, mdsystem, com [ﬁ
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2 https:/iwww.mdsystem.com - MDS - MATERIAL DATA SYSTEM - Mozilla Firefox

“* List of Heat and Corrosion Resistant Steels (Including Stainless), A
Valve Steels and Iron Base ,Super Alloys” UNS SxxxxXx
Men. Zearch

- Search Criteria; published MDSs=Yes, SuppliersIMDS-Committee [423], IMDS-Committee £ IL... [more.. ]

I 204 items found. Ordered ascending by "Mame, =Symbal<" & 111 [21(3] 4] [5] (8] [7]
Mo. Name, >Symbol< Trade name ID / Version Supplier

24 laustenitic Cr-Mi Heat Resis .tln...l 1895308/ 2  |MDS-Commit...

25 Austenitic Cr-Mi Heat Fesistin...- 1189531272 IMDS-Commit...

26  Austenitic Cr-Mi Heat Fesistin...- 11895327 /2 IMDS-Commit...

27 Austenitic Cr-Mi Heat Fesistin...- 11895324 /2 IMDS-Commit...

28  Austenitic Cr-MNi Heat Fesistin...- 11895319 /2  IMDS-Commit...

29  Austenitic Cr-Mi Heat Besistin...- 118953152/2  IMDS-Commit...

30 Austenitic Cr-Ni Stainless Ste... - 11830872/ 2  IMDS-Commit...

31 Austenitic Cr-Ni Stainless Ste... - 11830871 /2  IMDS-Commit...

32 Austenitic Cr-Ni Stainless Ste... - 11832539 /2  IMDS-Commit...

33  Austenitic Cr-Ni Stainless Ste... - 1183088072  IMDS-Commit...

| BLog of 34 Austenitic Cr—Ni Stainless ste... - 11897351 /2 IMDS-CDmmit...

35 Austenitic Cr-MNi Stainless Ste...- 11830899 /2  IMDS-Commit...

36 Austenitic Cr-MNi Stainless Ste... - 11830902 /2  IMDS-Comrmit...

37 Austenitic Cr-Mi Stainless Ste...- 11897389/2  IMDS-Commit...

38 Austenitic Cr-Ni Stainless Ste... - 11830906/ 2  IMDS-Commit...

39 Austenitic Cr-Ni Stainless Ste... - 11830887 /2  IMDS-Commit...

40 Austenitic Cr-Mi Stainless Ste... - 11897781 /2  IMDS-Commit...

41 Austenitic Cr-Mi Stainless Ste... - 11859714 /2 IMDS-Commit...

42 Austenitic Cr-Mi Stainless Ste... - 11895259 /2  IMDS-Commit...

43 Austenitic Cr-MNi Stainless Ste... - 11830892 /2  IMDS-Commit...

44 Austenitic Cr-MNi Stainless Ste... - 11830893 /2  IMDS-Commit...

45 Austenitic Cr-Mi Stainless Ste... - 11830894 /2  IMDS-Commit...

46 Austenitic Cr-Mi Stainless Ste.. 11830895/ 2  IMDS-Commit...

Fertig vy, mdsystem, com ﬁ
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Example: Heat and Corrosion Resistant Steels (Including Stainless),
Valve Steels and Iron Base ,Super Alloys“ UNS S30403

'.ME' " ALUZEIENMC F-INE SIELL L TTTOI0EUL P 2 INooe L U aar | L EErcn e =2l e ML — IﬂngUIEIT[S
feamh ey el izl | capsL g
[ . B-*e Details -
Ingredients i ‘_ Cark:u:ul.ﬁ Type Material (MDS)
neoae 7 A chromium D /'ersion 11830802/ 2
it e R A tren MOS Supplier  IMDS-Caommittee £ 1L Metals
e A Manganese Narme Austenitic Cr-Ni Stairl | (EN)
Recipientdata i A Mickel T EN) v
""" A, Phosphorus Internal hat -yl
""" A Suphur Std Mat-Mo.(  UNS $30403
’Lng of 0 A Silicon Syrnbol
Mlassifiration il
AISI| or SAE number of the material sl iz ~
AS5Th A182 v
Inhouse
Morms
Supplier
Remark ALstenitic Stainless
Steel, Low Carbon
Austenitic Stainless
oteel, Stainless Steel (EM) »
Development B
Sample Report Mo -
Fertig vy, mdsystem, com
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